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Make the following amendments to said Section:

(I) Unless otherwise specified herein, all work shall conform to Section SP 15.2 MATERIAL of the Standard Specifications and Standard Details:

“SP 15.2	MATERIAL

		The 3B fine crushed rock gradation shall meet ASTM No. 67.”

(II) Amend Section SP 15.4 MEASUREMENT AND PAYMENT to read as follows:

“SP 15.4	MEASUREMENT AND PAYMENT

		The Officer-in-Charge will measure 3B fine crushed rock per cubic yard in accordance with the contract documents.  The Officer-in-Charge will pay for the accepted 3B fine crushed rock at the contract price per cubic yard.  Payment will be full compensation for furnishing the necessary material, equipment, and labor to complete the work in place prescribed in this section and the contract documents.”
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