
The following Section shall be made a part of the Standard Specifications:
"SECTION SP 15 – CRUSHED ROCK FILTER

Crushed rock shall be composed of tough, hard, durable particles, and shall be free of organic mater or soft, friable particles.  The percentage composition by weight shall fall within the limits indicated below."
Sieve Size
Percent Passing

1"
100


¾"
90-100


3/8"
20-55


#4
0-15


#8
0-5
"
END OF SECTION SP 15
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15-1




1/17/14

